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U.S. ENVIRONMENTAL PROTECTION AGENCY Page.: 1 
REGION VIII 

TECHNICAL & MANAGEMENT SERVICES 

LABORATORY SERVICES PROGRAM CERTIFICATE OF ANALYSIS 

SAMPLE NUMBER: 8-175789 
MATRIX: CRYSTALS 
PROJECT: HECLA PONDS 
ANALYST: (ICP) BJB/E-
LAB NUMBER: 98-B001837 

DATE-TIME SAMPLED: 11/16/98 16:50 
STATION ID: OMG-4 
PROJECT CODE: RCRA 
ANALYSIS COMPLETE DATE: 04/19/99 
TEST: T-METALS 

REMARKS: Total Digest No TCLP Metals Detected 

METHOD PARAMETER RESULT COMP DATE 

Received 
Office of enforcement 

MAY 2 11999 

Compliance iiinv, Justice 

2 0 0 ,  
2 0 0 ,  
2 0 0 ,  
2 0 0 ,  
2 0 0 ,  
2 0 0 ,  
2 0 0 ,  

Arsenic 
Barium 
Cadmium 
CHROMIUM 
LEAD 
SELENIUM 
SILVER 

10 
1 
1 
1 
5 
10 
1 

NOTE: All Results are in PPM Dry Weight 



Form III 
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Projec t 

lnnnm.Mii P/E 4001CT or l/A 61E "•*"! MPftW 100.7 or 6010 Amlyr. M. > Date Completed 

Tag S or Lab ID VftlVS FPfflfl Value Bxaagcad 
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